Nickel Based Powders

Process Chemical Composition (wt%)
Similar
Al 55 |65 |Nb 15 |25
B 0.005 |0.015 |Ni Bal |Bal
003 [007 |P 0.015
Co 10 |S 0.015
V4 v Ni713LC Cr 1.0 [120 |si 0.5 IN713LC
Cu 05 |Ta 0.015
Fe 05 |Ti 05 |09
Mn 0.25 |Zr 0.05 |0.15
Mo 38 |52
Al 030|070 |Mn 0.35
B 0.006 | Mo 2.80 |3.30
0.02 |0.08 |Nb+Ta [4.75 |5.50
Ca 0.01 |Ni 50.0 |55.0
v v v Ni718 Co 10 |p 0015 | 7718 | oot | 5%/ 1 24668 | 718
Cr 170 [21.0 |[S 0.015
Cu 0.30 |Se 0.005
Fe 150 |21.0 |Si 0.35
Mg 0.01 |Ti 1.15
Al 32 [37 |Mo 15 |20
ATi |65 |72 [Nb 0.6 |1.1
B 0.007 |0.012 |Ni Bal |Bal
C 009 [013 |P 0.015
V4 VA Ni738LC 0 50 190 % 03 IN738LC
Cr 157 |163 |Ta 15 |20
Cu 01 |Ti 32 |37
Fe 035 |W 24 |28
Mg 0.01 |Zr 0.020 | 0.050
Mn 0.2




